February 19, 2010

LBNE Sample Testing at BLIP

Hardware & Sample Schedule

Hardware:


Sample Basket



Complete



springs



2/26/10


Capsule holders


Complete


Small modification

2/26/10


hardcoat


3/5/10


Water Sample Box


2/26/10  (drawings under review)


hardcoat


3/5/10


Capsules w/window


2/24/10



true up welded capsules
3/5/10  &  3/24/10


Capsule Graphite fillers





Small



Complete



Large



2/26/10

Samples:


POCO ZXF-5Q


Complete  
 engrave ID  2/23/10


SGL R7650



Complete  
 engrave ID  2/24/10


CC 3D




Complete  
 engrave ID  2/25/10


St. Gobain hBN (AX05)



Thin



Complete   
engrave ID  2/26/10



Thick



3/1/10     
 engrave  ID  3/1/10




Carbone 2020



3/5/10       
 engrave  ID  3/5/10


Toyo Tanso IG-430


Material Due 3/12/10   machined  3/15/10


Beryllium S-200F


Finished & ID’d samples   3/26/10


Albemet 162



Finished & ID’d samples   3/26/10

Assembly:


Weld Capsules


First sample  - week of 2/22/10







On hand samples - week of 3/1/10


Assemble Water Sample Box

3/17/10

Week of 2/22/10:       (15)

Weld sample capsule


Engrave samples


Machine springs

Week of 3/1/10:        (14)

Machine hBN thick samples

Weld sample capsules (#1 thru #5)


Machine 2020 samples


Hardcoat aluminum parts

Week of 3/8/10:        (13)

Machine IG-430 samples


Assemble Water Sample Box

Week of 3/15/10       (12)

Engrave IG-430 Samples


Weld IG-430 Capsule  (#6)
Week of 3/22/10      (11)

Weld Be & Albemet Capsules  (#7 & #8)
Week of 3/29/10     (10)

Week of 4/5/10       (9)

Week of 4/12/10     (8)

Week of 4/19/10     (7)

Week of 4/26/10     (6)

Week of 5/3/10       (5)

Week of 5/10/10     (4)

Week of 5/17/10     (3)

Week of 5/24/10    (2)
Week of 5/31/10    (1)
